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gray, moist, firm

Organics in top 3"

SILT W/SAND
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LEAN CLAY
silt and/or sand lenses

SANDY SILT
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HYD = Hydrometer
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dk. brown, very moist

lt. brown, wet, very loose

lt. brown, wet, med. dense

lt. brown, very moist, soft to
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lt. brown, moist, stiff
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SILTY SAND

SANDY SILT

SILT W/SAND
occasional sand layers, clay lenses
LEAN CLAY W/SAND
many silt lenses

LEAN CLAY
silt lenses

SILTY CLAY W/SAND

SILT W/SAND

SILT
plastic, occasional sand layers to 1"
thick

LEAN CLAY
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OTHER TESTS
UC = Unconfined Compression
CT = Consolidation
DS = Direct Shear
UU = Unconsolidated, Undrained
CU = Consolidated, Undrained
HYD = Hydrometer
SS = Soluble Salt
DC = Dispersive Clay
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